
basic 
 
Cont ent: 100% Mar quesa ® Lana 
W idth:  54" 
Weight:  16.0 o z./linear y ard 
Backing:  Acrylic  
Finish:  Te�on ®

Repea t: None 
Dir ectional:  No 
Railr oaded:  No 
 
Flammability*   
Calif ornia TB 117-20 13, Section 1 Passes
CS-191-53, Class 1  Passes
BIFMA X5. 7-1991  Passes
NFPA 260 (E quiv alent t o UFAC)  Passes
   Class 1 

celestial
Cont ent: 100% Poly ester 
W idth:  54"
Weight:  14.2 oz./linear y ard 
Backing:  Acrylic  
Finish:  Stain R epellent  
Repea t: None
Dir ectional:  No
Railr oaded:  No
  
Flammability*   
Calif ornia TB 117-20 13   Passes
NFPA 260 (E quiv alent t o UFAC) Passes
ASTM E84 (A dher ed) Clas s 2 or B  Passes

spice
  
Cont ent:  100% Recycled P oly ester
W idth:   54"
Weight:   11.5 oz./linear y ard
Backing:   Acrylic 
Finish:   Te�on ®

Repea t  None
Dir ectional:   No
Railr oaded:   No
   

 
  

  

PERFORMANCE   TEST METHOD  RESULTS 
Surf ace Abr asion:  ASTM D-4 157 (W ire Screen)  250,000 Double Rubs
Breaking S tr ength:  ASTM D-50 34  Warp: 300 lbs  /  Fill: 300 lbs
Seam Slippage:  ASTM D-40 34  Warp: 91.3 lbs  /  Fill: 9 5 lbs
Colorfastness to Crockin g: AA TCC 8 Dry: Clas s 5  /  W et: Clas s 5  
Colorf astnes s t o Light:  AA TCC 16E 400 hrs. - Clas s 5 

Cleaning C ode:  W S (W ater/ Solvent Cleaner)  
Cleaning Ins tructions:  •  For water base d stai ns, use mi ld det ergent foam or uphol stery    
    shampoo .  
   •  For oil based s tains, spot clean with a dry cleaning solv ent.    
   •  Alw ays test an ar ea �rs t
   

om     commer cial-c ontr act basics  in-stock

GRA D E 1

PERFORMANCE   TEST METHOD  RESULTS 
Surf ace Abr asion: ASTM-D-4 157 (Wyzenbeek)  400,000 Double Rubs
Breaking S tr ength:  ASTM-D-50 34  Warp: 300 lbs / Fill: 220.0 lbs.
Seam Slippage:  ASTM-D-40 34  Warp: 8 7.0 lbs / Fill: 8 7.0 lbs.
Colorfastness to Crockin g: AA TCC 8 Dry: Clas s 5 / W et: Clas s 5
Colorf astnes s t o Light:  AA TCC 16E  60 hours - clas s 5
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Flammability*   
Calif ornia TB 117-20 13, Section 1 Passes
CS-191-53, Class 1  Passes
BIFMA X5. 7-1991  Passes
NFPA 26 0 (Equiv alent to UFAC), Class 1  Passes
     

Cleaning C ode:  W S (W ater/ Solvent Cleaner)
Cleaning Ins tructions:  •  For w ater based s tains, use mild det ergent f oam or 
   uphols tery shampoo .  
  •  For oil based s tains, spot clean with a dry cleaning solv ent.   
  •  Alw ays test an ar ea �rs t.
  

om     commercial -contract basics  in-stock

GRA D E 1

PERFORMANCE   TEST METHOD  RESULTS 
Surf ace Abr asion: ASTM D-4 157 (W yzenbe ek)  Passes 183,000 Double Rubs
Breaking S tr ength:  ASTM-D-50 34  Warp: 3 95.2 lbs. / Fill: 298 lbs.
Seam Slippage:  ASTM-D-40 34  Warp: 81 lbs. / Fill: 7 0 lbs.
Colorfastne ss to Cr ockin g: AA TCC 8 Dry: Clas s 4 min / W et: Clas s 4
Colorf astnes s t o Light:  AA TCC-16 40 hours - Clas s 4

Cleaning C ode:  W S  (W ater/ Solvent Cleaner)  
Cleaning Ins tructions:  •  Spot clean, us ing a mild w ater-fr ee solvent  or dry  cleaning pr oduct . 
 •  Clean only  in a w ell-vent ilated room and a void an y product con  
  taining carbo n tetr achlo ride or  other toxic  materials.  
 •  Pretest a small ar ea bef ore pr oc eeding. Always rinse   
  pr omptly with clean w ater.  
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PERFORMANCE   TEST METHOD  RESULTS 
Surf ace Abr asion:  ASTM D4157 (Cott on Duck ) 100,000 Do ubl e Rubs
Breaking S tr ength:  ASTM D50 34  Warp: 200 lbs. / Fill: 155 lbs.  
Seam Slippage:  ASTM D40 34  Warp: 100 lbs. / Fill: 45 lbs
Color fastne ss to Cr ocking : AA TCC 8 Dry : Grade 4 min. /  Wet: Grade 3 min. 
Colorf astnes s t o Light:  AA TCC 16 Option 3  Grade 4 min. a t 40 hours

Cleaning C ode:  W S (W ater/ Solvent Cleaner)  
Cleaning Ins tructions:  •  Clean with w ater based cleaning agents, f oam or pur e,  
    water fr ee solv ents.    
   •  Vacuuming or light brushing is r ecommended t o pr event  
    dus t and soil buildup . 

type
 
Cont ent: 90% poly ester, 6% pre-consumer 
 recycled poly ester, 4% pos t-
 consumer r ecycled poly ester
W idth:  54"
Weight:  12.9 ± 1.0 o z./lin. y ard
Backing:  Acrylic  
Finish:  Stain R epellent  
Repea t: 1.5" vertical  2" horiz ontal  
Dir ectional:  yes 
Railr oaded:  no
 
Flammability*
Calif ornia TB 117-20 13, Section 1 Passes 
NFPA 260 (E quiv alent t o UFAC) Passes 
 

Additional Not es: Individual samples a vailable . Manuf actur ers will alw ays a tt empt t o ship t o a sa tisf act ory c ommer cial ma tch. Because of 
indus try s tandar d dy e lot v aria tion, c olors ma y not ma tch e xactly . Speci�ca tions ar e corr ect a t time of printing and ar e subject t o change 
without noti�ca tion. A dditional speci�ca tions ma y be a vailable b y c ontacting OM.

This t erm and an y c orr esponding da ta r efer t o typical perf ormanc e in the t ests indica ted and should not be c ons trued t o imply the beha vior 
of this or an y other ma terial under actual �r e conditions.

Visit w ww.omsea ting. com f or mor e inf orma tion about er gonomics and the design of omsea ting. 

*

DISCONTI NUED

20 25 UP DATE:

CELESTIAL DI SCONTINUED COLORS:
1207 Hyperion, 1208 Eur opa, 120 3 Callis to

SPICE COLORS PHA SING OUT :
1166 Sesame, and 1168 Mint

TYPE PATTERN DI SCONTINUED


